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Abstract We present of a detailed photoluminescence
characterization of high efficiency GaAs/AlGaAs quantum
nanostructures grown on silicon substrates. The whole
process of formation of the GaAs/AlGaAs active layer was
realized via droplet epitaxy and migration enhanced epi-
taxy maintaining the growth temperature <350°C, thus
resulting in a low thermal budget procedure compatible
with back-end integration of the fabricated materials on
integrated circuits.

Keywords Quantum nanostructures -
III-V semiconductors - Si integration - Photoluminescence

The possibility to integrate opto-electronic and pho-
tonic devices, based on III-V semiconductors, directly on
Si-based integrated circuits (IC) is one of the major
research issues of today microelectronics industry [1-6].
Of particular technological interest is the possibility of
carrying out the III-V device fabrication as a back-end
process, that is, after the IC has been already realized. In
this case, strict constraints on thermal budget for growth
and processing of the epilayer are imposed by the com-
patibility with the underlying IC.

Integration of III-V materials on silicon is far from
being optimized. Several important challenges have to be
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overcame in order to obtain high-quality III-V material on
Si: the large lattice mismatch between GaAs and Si (about
4.1%), which introduces a large number of misfit disloca-
tions as soon as GaAs epilayer exceeds a critical value, the
formation of Anti-Phase Domains (APDs) and the strict
thermal budget required during the growth of a GaAs
epilayer to maintain the compatibility with the underlying
IC. To partially release these issues, a Ge virtual substrate
(GeVS) deposited on Si miscut wafers is commonly used
[7]. Thermal budget constraints, however, still constitute a
major problem when back-end integration is pursued.

Here, we present a detailed photoluminescence charac-
terization of high-efficiency GaAs/AlGaAs quantum
nanostructure directly realized on Si by a droplet epitaxy
(DE) [8, 9]. The nanostructures, made by a complex ring—
disk coupled nanostructure, show a bright emission, still
visible at room temperature. Of fundamental importance,
DE is intrinsically a low thermal budget growth being
performed at 200-350°C. This makes DE perfectly suited
for the realization of growth procedures compatible with
back-end integration of III-V nanostructures on ICs.

The DE, a molecular beam epitaxy (MBE)—based
growth method for the fabrication of three—dimensional
nanostructures [10, 11], has demonstrated an unmatched
ability to produce nanometer size islands of III-V semi-
conductors, in both lattice-matched and lattice-mismatched
materials [12, 13], with complex, designable,and geome-
tries [14, 15]. Unlike the standard MBE growth, where the
constituent elements are simultaneously supplied onto the
substrate surface, the DE is based on the sequential supply
of III-column and V-column element. In the case of DE
growth, first lots of nanometric metallic droplets with
homogeneous size are formed by group III irradiation in
absence of As and then, in order to obtain the crystalliza-
tion of the Ga droplets, an As flux is supplied. By choosing
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suitable growth conditions, the As flux transforms the
metallic droplets into nanometer size islands.

In this work, Si(001) substrates, 6° misoriented towards
[110], were used to allow growth of GaAs layers free of
APDs [16]. A 2 um Ge fully relaxed layer, acting as GeVS,
was deposited at 500°C by low-energy plasma-enhanced
chemical vapor deposition (LEPECVD) [17]. The thread-
ing dislocation density was reduced to 2 x 10’cm™? by six
in situ UHV thermal annealing cycles between 600 and
780°C [18, 19]. The GeVS was then transferred to a Gen II
MBE system. A buffer layer of 1 um GaAs was first grown
on top of the GeVS at 580°C. Using reflection high-energy
electron diffraction (RHEED), we observed a clear (2 x 4)
surface reconstruction, confirming APD-free growth. On
top of the buffer, the nanostructured active layer was
realized. At first, the temperature was decreased to 350°C,
and an 80 nm Aly30Gag70As barrier was grown by
migration-enhanced epitaxy (MEE) [20] to assure high
crystal quality also at such a low growth temperature. DE
was performed at the same temperature. After the removal
of As from the growth chamber, 10 ml of Ga was depos-
ited. The formation of tiny droplets Ga on the AlGaAs
surface was checked by atomic force microscopy (AFM)
measurements. Then, an As flux with a beam equivalent
pressure (BEP) of 8 x 107° Torr was directed onto the
sample for 20 min in order to completely crystallize the Ga
droplet into a quantum nanostructure. The RHEED pattern
confirmed the formation of nanostructures by the appear-
ance of transmission spots. The atomic force microscope
(AFM) image of the surface at this stage of the growth is
shown in Fig. 1. The produced nanostructures are charac-
terized by a regular, nanometers high, flat disk with a
diameter of hundreds of nanometers and a hole at the center
of ~80 nm. The rim of the inner hole is protruded over the
disk surface by some nanometers. We call these structured
coupled ring disks (CRD). The measured CRD density is
p=06x 10°cm 2 The low temperature (T = 14 K)
photoluminescence of the grown sample was finally capped
with 80 nm of Aly30Gag70 As and 10 nm of GaAs at the
same temperature and subjected to rapid thermal annealing
at 600°C for 4 min. The PL spectra were measured at 14 K
using a closed-cycle cold-finger cryostat at room temper-
ature (RT). PL was excited with a Nd:YAG laser
(Aexe = 532 nm) with an excitation power density
Pey. = 6 W/cm?. The spectra were measured by a grating
monochromator operating with a Peltier-cooled CCD
detector.

These structures constitute the good example of nano-
structures with coupled localized—extended states with
cylindrical symmetry (the protrusion at the inner ring edge
acts, in fact, as three-dimensional electronic carrier con-
finement potential, thus being like a ring laid down on top
of quantum disk), thus offering additional degrees of

Fig. 1 AFM scan (1 pm x 1 um) of GaAs CRDs grown on a
GeTVS

freedom for the control of effective coupling between
excitons trapped in quantum nanostructures [21]. The PL
spectra at T = 14 K of the sample is reported in Fig. 2. An
intense and broad band is clearly visible in at 1.55 eV, with
a full width at half maximum of ~30 meV, well above the
GaAs-related impurity lines. The band shows a shoulder at
1.60 eV. In order to attribute these lines, we calculated the
theoretical emission energy of CRDs, obtained in the
effective mass approximation [22, 23] using as confine-
ment potential of the nanostructure the actual shape of a
randomly chosen CRD measured by AFM. The theoreti-
cally calculated CRD ground electronic and hole states
appear to be confined in the ring structure, which is formed
at the edge of the inner CRD hole. The calculated emis-
sion energy well compares with the observed PL peak
value (E"gs = 1.56 eV). The low confinement energy
(~30 meV) is due to the relatively large, but still capable
of quantum confinement, thickness. The CRD excited state
is, on the other side, a quantum well-like state extended
along the disk (E’hEX = 1.59 eV). For the calculations, we
used the materials parameters reported in Ref. [24] for
GaAs and Aly3Gag,As. The interdiffusion at the CRD
interface, which takes place in DE material during
annealing [25, 26], was taken into account [23].

The PL spectra evolution with the temperature is shown
in Fig. 3a. The CRD emission red shifts, as expected, with
the increasing temperature. As the temperature increases,
the emission from the excited state gains in relative
strength respect to the ground state. The CRD band is still
clearly visible at RT and centered at 1.515 eV where is
dominated by the excited state emission. The ratio between
the integrated intensity of the two bands, reported in
Fig. 3b, shows an activation energy of ~45 meV, which
corresponds to the energy difference between ground and
excited state emission. The CRD PL integrated intensity
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Fig. 2 PL spectrum of the CRD sample at low temperature
(T = 14 K). Upper right corner AFM image of a single CRD. The
emission at 1.55 eV is attributed to carriers confined in the ring
protrusion of the CRD, while the shoulder at 160 eV to states
belonging to the disk

(see Fig. 4a) is reduced by a factor ~400 respect to the
low temperature case. The PL integrated intensity Arrhe-
nius plot (Fig. 4) shows a clear temperature activated
quenching, with a measured activation energy Equg ~
100 meV.

Let us discuss the phenomenology presented. The
quenching process while showing a low quenching energy
(Eque =~ 100 meV) is relatively mild (a factor 400
reduction between 14 K and RT). In addition, Equg is
much smaller than any energy barrier in the CRD system. It
must be therefore attributed to a non-radiative recombi-
nation defect with small cross section, directly accessible
from CRD, or to the quenching active during the carrier
diffusion and capture process [27]. The latter has been
demonstrated to be present in DE materials [26]. As far as
the change in spectral weight as the temperature increases
is concerned, we found a presence of an activation energy,
which corresponds to the ground to excited state energy
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Fig. 3 a CRD PL spectra in the 14-300 K temperature range. The

spectra are normalized ad shifted for clarity. b Arrhenius plot of the
ground and excited states integrated intensity ratio
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Fig. 4 Integrated Intensity dependence on temperature of the CRD
PL

difference. Is it then possible to attribute the relative
increase of excited state emission to a change in equilib-
rium population of ground and excited states. As the
temperature increase, the population ratio of the two states
evolves according to the Fermi law. The predominance of
disk emission respect to the ring one at RT should comes
from the strongly different density of states (much higher
in the disk case) attributable to the different dimensionality
of the two CRD sub-systems (0D for the ring and 2D for
disk).

In order to assess the quality of the realized structures,
we determined the ratio # between the number of photo-
generated carriers in the GaAs/AlGaAs active layer and the
number of photons emitted by the CRDs. The sample
shows n ~ 3 x 1072 at T = 14 K and P,.=06 W/em?.
This values well compare with 7 ~ 1 x 107 relative to a
standard DE quantum dot sample with similar (p =
1.2 x 10° cm™?) nanostructure density (sample D680 of
Ref. [28]). No dependence of # on P.,. was found at low
temperatures. n naturally drops to 1 &~ 8 x 107® at RT
due to temperature activated non-radiative recombination
channels. A marked superlinearity in the quantum yield
(n < P%.) is observed at RT with o close to two. Such
behavior has been already reported in quantum dot struc-
tures and attributed to the saturation of non-radiative
recombination channels in the barrier active during carrier
diffusion processes [27].

In conclusion, we presented the PL behavior of high-
efficiency GaAs/AlGaAs quantum nanostructures realized
on silicon using a low thermal budget procedure suitable
for IC integration.
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